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DATA SHEET DALI COLLECTION

- Bovine hides

- Origin: European

. Average size: 4.80/5.00 m*
- Thickness:0.9-1.1 mm

- Available in21colours

- Peaux des Bovins

- Origine: Européen

- Superficie moyenne: 4.80/5.00 m'
- Epaisseur:0.9-1.1 mm

- Disponible en 21coulours

- Cueros de Bovinos

- Origen: Europeo

- Tarmano promedio: 4.80/5.00 m*
- Espesor:0.9-1.1 mm

- Disponible en21colores

Bovine leather with smooth aspect, aniline
finished with some oils and waxes, produced
on European bull

Aniline dyed, finished with high quality oils, soft
,arficloe with a slight two tones effect
emotional touch

The possible presence of any imperfections
and color variations are typical for this type of
leather as they testify the authenticity and the
natural look, of pure aniline leather

Differences of colour from lot to lot are to be
considered normal.

Cuir de bovin & aspect lisse, aniline

fini avec quelques huiles et cires, produit sur le
taureau européen

Aniline teint, fini avec des huiles de haute
qualité, articloe doux avec un léger effet deux
Jfons

toucher émotionnel

La présence possible d'imperfections ef de
variations de couleur sont typiques pour ce
type de cuir car elles témoignent de
I'authenticité et de I'aspect naturel, du cuir
d'aniline pur

Differences de couleur d'a lot a doivent etre
consideres comme normaux.

Cuero de Bovino con aspecto liso, anilina
acabado con algunos aceites y ceras, producidos
en foro europeo

Anilina tefida, acabado con aceites de alta
calidad, artd culo suave con un ligero efecto de
,dos tfonos

toque emocional

La posible presencia de imperfecciones y
variaciones de color son fipicas de este fipo de
cuero, ya gque testimonian la autenticidad y el
aspecto natural, de cuero anilino puro

Diferencias de color de lote a lote son para
considerarse normal.

APPLICATION
UPHOLSTERY

APLICATION
TAPICERIE D’AMEUBLEMENT

APLICACION
TAPICERIA

PHYSICAL AND COLOUR FASTNESS CHARACTERISTICS
PHYSIQUE ET LES CARACTERISTIQUES DE SOLIDITE DES COULEURS
CARACTERISTICAS FISICAS Y DE SOLIDEZ DEL COLOR

e Dry rubbing 50

_‘-_-f.] =

- y rottement sec
Frotamiento seco

UNI EN ISO 11640

Cyecles | Cycles | Ciclos

::3 Grey scale
Echelle de gris

Escala de Grises

Wet rubbing 20

.‘&7 Mouiller 3 friction

Frotamiento mojado

UNI EN ISO 11640

Cycles | Cycles | Ciclos

?3 Grey scale
Echelle de gris

Escala de Grises

Sweat rubbing 20
Frottement a la sueur
Frotamiento suado

&

Cycles | Cycles | Ciclos

UNI EN ISO 11640
I1SO 11641 pH8

>3 Grey scale
Echelle de gris

Escala de Grises

Flexing eundurance
Flexion des eundurance
Resistencia flexion

e

50.000
Cyeles | Cycles | Ciclos

UNI EN ISO 5402

No surface damage or cracks
Aucun dommage superficiel ou fissure
Sin darfios en la superficie o grietas

@  Colour fastness to light

#%  Solidite des teintures a la lumiere

UNI EN ISOC 105-B02

>3 Blue scale
Echelle de bleu
Escala de Azu

Tear resistance
Résistence de larme
Resistencia al desgorro

Solidez del color a la luz

UNI EN ISO 3377-1

> 20 Newton

‘ Fire Resistance
N Resistance au feu

Resistencia al fuego

UNI EN 10211
UNIEN1021/2

BS5852 Source | Fuente 0.1
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Protect against excessive sunlight, dryness and heat:

Sunlight will fade and dry out the leather.
Dryness will cause the leather to crack.

Heat will dry out the leather and cause further damage.

How to remove spots and stains:

Blot excess liquid up as quickly as possible with a clean microfibre cloth.

If necessary, use clean lukewarm water only and let dry naturally. Do not dry with
hair dryer, etc.

If water is used, clean the entire area where spot occurred seat cushion, arm, etc.

DO NOT RUB.

How to remove butter, oil or grease:

Wipe excess butter, oil or grease off the leather with a clean microfibre cloth. Then leave it
alone as the spot should dissipate as musch as possible into the leather in a short period of
time.

Do not apply water or try to wash the butter, oil or grease spot.

How to remove chewing gum:

Place ice cubes in a plastic bag and apply on the chewing gum. Wait several minutes, lift the
ice bag and remove the chewing gum.

General Care

DO NOT USE CHEMICALS, SADDLE SOAP, CLEANING SOLVENTS, FURNITURE
POLISH, OILS, VARNISH, ABRASIVE CLEANNERS, SOAP OR AMMONIA WATER.

For futher informations, contact AMS.

These are recommended or suggested methods of cleaning. The manufacturer is not responsible for
damage incurred while cleaning. Always try the cleaning method in a hidden area first to see results.

LEATHER CARE INSTRUCTIONS CLASSIC COLLECTION



PRODUCT FEATURES AND IMPERFECTIONS THAT MAY OCCUR

J

NECK CREASES

Neck creases are a normal
phenomenon and do not
affect the value of the
leather. Neck wrinkles
naturally occur in a hide as
aresult of the neck
stretching and
contracting.

NATURAL GRAIN

Bovine leather with
smooth aspect, aniline
finished with some oils
and waxes, produced
on European bull.

Note: Although every effort is made to ensure that the leather ordered match the
colours from our catalogues, slight variations may occur from batch. We advise to
always make an sample request from the colour you may need.



PRODUCT FEATURES AND IMPERFECTIONS THAT MAY OCCUR

J

MEASURES

The average size of a hide in Dali collection is 5.00 M2.
A-1.70 MT (+-)
B-2.15MT (+-)

C-1.95MT (+-)

Note: Although every effort is made to ensure that the leather ordered match the
colours from our catalogues, slight variations may occur from batch. We advise to
always make an sample request from the colour you may need.



